INV, No.

INSPECTION CERTIFICATE

TAIYO INK MFG. CO., LTD.

TO 900 Hirasawa. Ranzan-machi, Hiki-gun,
Saitama 355-02185, Japan
PCB Material Dept.
IJSR TR72806 TEL +81+493+61-2728
General Judgment
Lot No. 9121215 PASS
December 17, 2019
ltem Test method Specifications Result
Appearance Visual inspection Light yellow liquid Pass
Cone Plate Type Viscometer . '
Viscosity (Just after production) 3—\%:2)8 m'PaqS 25 dea C 3.7mPa-S
TAIYO Internal Test Method (GIP-004AH) | (At100min eg.C)
' Ring method : -
Surface tension TAIYO Intemal Test Method (GIP-045A4) 283.0 mN/m 27.5mN/m
Remark;

Inspector (?) Q{/&{O .

Approval K Keta




